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TCR Arabia :  QA / QC Partner in KSA
Å TCR Arabia, founded in 2007, is a Joint Venture 

Company between TCR Engineering Services 
(India) and GAS Arabian Services (Saudi Arabia).
ï Backed by 37 years experience of NDT, Inspection 

& Metallurgical Testing and Failure Analysis 
services of TCR Engineering of India.

ï TCR is a global company with offices in KSA, 
Kuwait, Qatar, India, Malaysia, South Africa, USA

Å Completed major projects for Saudi Aramco, 
SEC, SWCC, SABIC, SIPCHEM, APPC, PetroRabigh
and other private companies in Saudi Arabia
ï Approved and Registered by all major companies 

in KSA

ï Several appreciation letters received

Å Located in Eastern and Western Regions
ï Dammam and Jeddah

Å Laboratory in Dammam only

ï Cost-Effective and Fast Mobilization

Å Awaiting ISO 17025 accreditation
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Solutions for Plant Reliability
Materials Testing 

Laboratory

Tensile Testing, Bend Testing, 
Hardness Testing, Impact Testing, 
Welder Qualification, Chemical 
Analysis Spectrometer, Inter-
granular Corrosion Tests, Salt 
Spray, Sour Gas Corrosion 
(HIC/SSC), Metallography, Micro 
and Macro Examination
Microstructure Analysis 
(SEM/EDAX/XRD)

Contract Research 
and Development

Heat Treatment Studies
2D to 3D Conversion
Finite Element Modeling
Computer Aided Engineering (CAE)
Piping Stress Analysis
Advise on Materials

Engineering 
Consulting

Risk Based Inspection
Fitness For Service
Damage Mechanism Study
Third Party Inspection

Failure Analysis and 
Remaining Life

Fatigue Failure
Corrosion Related Failure
Operations Failure
Remaining Life Assessment
Boiler Assessment

Plant Shutdown 
Management

Manpower Supply
API 510 Pressure Vessel Inspectors, 
API 570 Piping Inspectors, API 653 
Tank Inspectors, ASNT Level III 
Experts, BGasPaint Inspectors, 
Multi-Skilled NDT Level II 
Technicians, CSWIP/AWS Certified 
Welding Inspectors, QA/QC 
Inspectors and Engineers, NACE 
Cathodic& Coating  Inspectors

Conventional NDT 
Services

Ultrasonic Flaw Examination
Ultrasonic Thickness Survey
Magnetic Particle Testing
Liquid PenetrantTesting
Radiography Evaluation
Ferrite Measurement
Portable Hardness Measurement
Paint and Coating Thickness
Holiday Detection
Positive Material Identification

Advanced NDT 
Services

Time of Flight Diffraction (ToFD)
Phased Array 
In-situ Metallography
Eddy Current Testing
Corrosion Mapping
Corrosion under Insulation
Helium Leak Testing
Thermography
Internal Rotary Tube Inspection 
Alternating Current Field Measure
Long Range Ultrasonic Testing
Robotic Crawler Video Inspection*
OTIS - In Service Tank Inspection
HD 200 - In Service Tank Cleaning
Close Interval Potential Survey
Direct Current Voltage Gradient 
Survey

Heat Treatment 
Services

Electric Resistance (PWHT)
Oil Firing on Pressure Vessels
Furnaces
Induction Heating

Training

Mechanical Metallurgy Laboratory
Microstructure Characterization
Metallurgy for Plant Executives
Corrosion Damage Mechanisms
Sour Gas Corrosion Testing
Fitness for Service Assessment
API 571 damage Mechanisms
Implementing RBI best practices
Failure and Root Cause Analysis
Introduction to NDT for Executives
Ultrasonic Testing ςLevel I and II
Magnetic Particle Test ςLevel I, II
Dye PenetrantTest ςLevel I and II
Eddy Current TestiςLevel I and II
Radiography Testing ςLevel II
Visual Testing ςLevel II
ThermographyςLevel I

Inspection Products

ModsonicςUT Flaw Detectors, 
Thickness Measurement

Oxford Instrument/Sanco- XRF 
and OES

MiCςImage Analysis Software 
and LIMS

TCR ςHIC/SSC Lab Equipment and 
Glassware

Time ςPortable Hardness

TCR Arabia has a Strong and Experienced Team of Metallurgists, NACE Corrosion Specialists, RBI Specialists, Shutdown Managers, API 510/570/579 Inspectors, 
AWS/CSWIP Welding Inspectors, ASNT Level III Manager, ToFD/PA Experts, Heat Treaters, Trainers, PCN Level II and ASNT Level II Technicians in KSA
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Flat Organization Structure
Abdulrahman K. Al-Dabal

Chairman

V.K. Bafna
Abdulrahman K. Al-Dabal

Rohit Bafna
Faisal K. Al-Dabal
Paresh Haribhakti
Board of Directors

Aref K. Al-Dabal
Managing Director

Syed Ameen Hassan
Country Manager

Mechanical Testing Chemical Analysis

Corrosion Metallography

Plant Shutdown 
Management (India)

Conventional NDT 
Services

Advanced NDT 
Services

Heat Treatment 
Services

Training
Inspection 
Products

Surendra Singh Kamal
Tech. Head (Metallurgy)

Jaidev Patel (Level III)
Tech. Head (NDT)

Percy Lakdawala
Human Resources

Rahul Singh
Sales

Kamran Ahmed 
Shariff
Admin

Plant Shutdown 
Management (USA)

Paresh Haribhakti
Chief Metallurgist, R & D

RBI and FFS
Contract Research 
and Development

Engineering 
Consulting

Failure Analysis and 
Remaining Life

Tabreez
Sp. Projects

Amit Bafna
Quality Head

Rohit Bafna
Marketing
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Noteworthy Works

NDT Works on the HaramExpansion Project in Mecca

ToFD Project in PetroRabigh

NDT Training for Employees of TuV

PWHT Project in Khurais

PMI with Carbon at Saudi Kayan
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Major Projects by TCR Arabia
Client Project Description Location

Tekfen Automated UT Using ToFDon 8mm-80mmthick 
piping as per ASME Code Case 181

PetroRabigh(UOU) Project

Sinopec Automated UT Using ToFDon 9mm-65mmthick 
piping as per ASME Code Case 181

PetroRabighProject

Al-TawleedEnergy Post Weld Heat Treatment using Electric Resistance 
and InductionResistance

ShoibaPower Plant

Tekfen Positive Material Identification using XRF alloy 
analyzerand Portable Hardness Measurement

PetroRabighProject

Tekfen Automated UT Using ToFDon 8mm-80mmthick 
piping as per ASME Code Case 181

Khurais(KUC) Project

Nasser Al-Hajri Positive Material Identification using Optical 
Emission Spectrometer for Carbon Detection

Saudi KayanProject, Jubail

Saipem Positive Material Identification using Optical 
Emission Spectrometer for Carbon Detection

Khurais(KUC) Project

Encocorp Automated UT Using ToFDon 20mmthick piping as 
per ASME Code Case 181

KAIA Project, Jeddah

CEPCO/SWCC RemainingLife Assessment / NDT Services of Boiler 
# 83 at SWCC Jubail

SWCC, Jubail



7www.tcr-arabia.com Proprietary & Confidential © 2010-11

Materials Testing Lab in Dammam
Å Tensile Testing

Å Bend Testing

Å Hardness Testing

Å Impact Testing

Å Welder Qualification

Å Chemical Analysis Spectrometer

Å IntergranularCorrosion Tests

Å Salt Spray

Å Sour Gas Corrosion (HIC/SSC)

Å Metallography

Å Micro and Macro Examination

Å Microstructure Analysis 
(SEM/EDAX)

Optical Emissions Spectrometer

Inverted Metallurgical Microscope

100KN Tensile Testing

Impact Testing

Proof Rings and High Pressure 
Autoclaves for NACE Tests

TCR Arabia conducts tests as per ASTM, NACE, API, AWS, ASME or Client-Supplied Specifications
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Welder Certifications and WPQR
Å Coupon Testing as per Weld Procedure Qualification

ï Includes visual examination, mechanical testing, metallographic 
examination and non destructive testing

Å In depth weld inspection to include review of the applicable 
qualification 

ï Weld procedure specification, welder performance qualification 
and validity for process materials and consumable items, 
equipment, set up and other factors, including certificates of 
calibration and/or conformity governing the work.

ï Check safety of set up and operation having due regard for self, 
welder and other workers in vicinity, particular in respect of 
ultraviolet radiation from arc during welding.

Å Complete Services conducted by Experienced AWS/CSWIP 
Inspector

ï Welder Qualification Testing Inspection for performance 
qualification and certification of welders to ASME, AWS, API code

ï Preparation of Weld Procedure Qualification

ï Documentation of the Procedure Qualification Record
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Failure Analysis and RLA
Å Over 800 failure investigations completed to date

ï Sipchem, Tasnee, APPC, SWCC and others are regular 
customers of TCR Arabia in KSA

Å Remaining Life Assessment (RLA) of  Several Boilers 
completed for SWCC 

Å Unravel the mysteries surrounding parts and assembly 
failures
ï Fatigue Failure
ï Corrosion Related Failure
ï Operations Failure
ï Remaining Life Assessment

Å Strong Experience undertaking wide range of root 
cause failure analysis projects
ï Residue Analysis
ï Corrosion Analyses/Studies
ï On-Site Investigations
ï Material Selection
ï Manufacturing Processes Evaluation
ï Welding Studies
ï Product Design Evaluation
ï Fractography
ï Heat Treatment Errors
ï Product Selection Issues

Å Fast Turnaround time with in-depth analysis reporting         

Å Strong History of Past Work, some examples:

Corrosion Evaluation Of Oil Well Tubing 

Mandrel Bypass Of Equalizer Sub.

Coriolismass flow 

meter sensor failure

Riser Pipe Failure


